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We have investigated the spatial self-phase modulation of palm oil containing silver nanoparticles (palm oil/Ag-NPs). The study carried
out using continuous wave diode pumped solid state laser with wavelength of 405 nm and power of 50 mW. The strong spatial self-
phase modulation patterns were observed that suggest the palm oil/Ag-NPs have a relatively large nonlinear refractive index. The obtained
values of nonlinear refractive index were increased with the increase of volume fractions. The observed experimental patterns were also
theoretically modeled which are in good agreement with experimental results.
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1 INTRODUCTION

Metal nanoparticles such as silver and gold have many ap-
plications in the areas of physics and chemistry. One of these
applications is their ability to increase nonlinear optical prop-
erties of the materials. This ability is originated from the pres-
ence of intense absorption peak in the visible range due to
the surface plasmon resonance of electron [1]–[6]. Palm oil is
edible plant oil which derived from the fruits of palm trees.
The palm oil is highly saturated fatty acid. On the other hand,
the amount of saturated fatty acid and unsaturated fatty acid
is the same. Hence, at room temperature palm oil is a mix-
ture of solid and liquid equally. The palm oil contains palmitic
44.3%, stearic 4.6%, and myristic 1%. Nevertheless, the satu-
rated of palm kernel oil, soy bean oil, corn oil and coconut
oil is higher than palm oil. Oleic monounsaturated 38.7% and
linoleic polyunsaturated 10.5% are found in palm oil. The
presence of long hydrocarbon chains and polar ester bond
make it a good choice for stabilizing nanoparticles. The ad-
vantages of palm oil are low cost and high oxidative stability
[7].

When an intense laser beam propagates within medium with
nonlinear refractive index, a spatial phase shift is induced on
laser beam by this medium. As a result of this phase shift, a

diffraction pattern will appear on the screen behind the sam-
ple. This phenomenon is called spatial self-phase modulation
(SSPM) and normally happens for laser with no uniform spa-
tial intensity profile like Gaussian beam [8]–[11]. The obtained
diffraction patterns are related to the nonlinear refractive in-
dex of samples and can be used to obtain nonlinear refractive
index of the samples. In this paper, we present the investiga-
tion of SSPM from the palm oil/Ag-NPs.

2 THEORETICAL SIMULATION

Consider a Gaussian laser beam with a certain wavelength
of λ is propagating through a nonlinear medium of length
L along the z-axis direction and the beam-waist position as-
sumed at the origin of the coordinate system. The complex
light field amplitude at the entrance of medium can be ex-
pressed as [12]:

E(r1, z0) = E(0, z0) exp(−
r2
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where r1 is the radial coordinate, z0 is the location of the
medium entrance plane, E(0,z0) is the electric field of the

Received November 16, 2011; revised ms. received February 26, 2012; published June 14, 2012 ISSN 1990-2573

http://dx.doi.org/10.2971/jeos.2012.12020


J. Europ. Opt. Soc. Rap. Public. 7, 12020 (2012) R. Zamiri, et.al

entrance-plane centre of the medium, k0 is the free-space
wavenumber, n0 is responsible for the refractive index of the
air around the medium, ωp presents the beam radius at the
medium entrance plane, R expresses the radius of the wave-
front curvature in the corresponding position. Since the third-
order nonlinear optics occurs within the medium by absorb-
ing the incident light, an additional refractive index distribu-
tion ∆n(z, r1) gives arise proportional to the launched light in-
tensity. After propagating through the nonlinear medium, the
transverse phase shift is induced on the exit Gaussian beam
that can be expressed as

∆ϕ(r) = k0

z0+L∫
z0

∆n(z, r1)dz (2)

where ∆n(z,r1) = n2 I(z,r1) according to Kerr nonlinearity ef-
fect. Then, the complex amplitude of the electric field on the
exit plane of the nonlinear medium can be written as
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where α is the linear absorption coefficient and
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is the total phase shift which arises from the Gaussian phase
shift originated by the curvature radius R and the induced
transverse additional phase shift after propagating through
the medium. In Eq. (4) ∆φ0, which is proportional to the non-
linear refractive index of used medium, can be evaluated as
follow:

∆ϕ0 = k0∆n(z0, 0)L (5)

Indeed ∆φ0 denotes the peak of the nonlinear phase-shift in-
duced in the beam which determines the far-field intensity
distribution of the Gaussian beam passing through the non-
linear medium. The corresponding far-field intensity distribu-
tion of beam after propagation through the sample as a non-
linear medium and free space can be modeled by means of the
Fraunhofer approximation of the Fresnel-Kirchhoff diffraction
integral:

I = I0
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whereI0 = 4π2 |E(0, z0) exp(−αL/2)/iλD|2, θ is the far field
diffraction angle,J0(x) is zero-order Bessel function of the first
kind, ris the radial coordinate in the far-field screen of obser-
vation plane. In this equation, Dis responsible for the distance
from the medium exit plane to the screen which is related to
the radial coordinate ρ in the screen and the angle θ by ρ = Dθ.
Eq. (6) will be studied numerically to assess the law of the far-
field diffraction patterns provided by various samples in the
following section.

FIG. 1 The experimental set up of SSPM.

3 EXPERIMENTAL PROCEDURE

The preparation of Ag-NPs was carried out by laser ablation
of pure silver plate in 5 mm below the surface of 10 mL of
palm oil [13]. The ablation was achieved by blasting the sil-
ver plate with a pulsed Q-Switched Nd:YAG laser in con-
stant laser conditions e.g., duration rate (5 ns), repetition rate
(10 Hz), wavelength (1064 nm), and energy (360 mJ/pulse)
at different irradiation times (5, 10, 15, and 30 min). A lens
with focal length of 250 mm laser beam was used to focus
laser beam on silver target that was located 5 mm below the
surface of oil. The solutions were continuously stirred (mag-
netically) during the ablation process. The Ag-NPs prepared
under the various ablation times were characterized by using
UV-vis spectroscopy (Lambda 35, PerkinElmer) and transmis-
sion electron microscopy (TEM, Hitachi H-7100). The optical
absorption properties of prepared samples were characterized
by a UV-vis spectrophotometer and the particle size distribu-
tions of nanoparticles from TEM were determined using the
UTHSCSA Image Tool Version 3.00 program.

Volume fraction of nanoparticles inside the solution was cal-
culated using the following Eq. (7);

V =
VS

VS + VL
(7)

where VL is volume of oil and VS = m/ρ is the volume of the
particles where ρ is the mass density of the silver andm is the
particles mass dispersed in the oil obtained by atomic absorp-
tion spectrometer (S Series; Thermo Scientific).

Figure 1 shows the schematic plot of self-diffraction experi-
mental. The 50 mW diode pumped solid state CW laser with
wavelength of 405 nm was used to observe the SSPM diffrac-
tion pattern. A lens with 10 cm focal length was used to focus
laser beam. The sample holder with thickness of 1 mm was
slightly placed after the lens focal length to ensure that the
incident beam diverged on the entrance plane of the sample.
The far-field diffraction patterns were appeared on a screen
behind the sample and recorded by a CCD camera.

The response time of the sample was measured by placing a
chopper with variable frequency in front of the lens. The long
response time of around 1 ms was obtained from the beam
diffraction pattern which confirms that this phenomenon is
due to the thermal effect.

4 RESULTS AND DISCUSSION

UV-vis absorption spectra of samples are indicated in Figure 2.
The appearance of the sharp peak at around 400 nm is the evi-
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FIG. 2 UV-vis absorption spectra of palm oil/Ag-NPs prepared at different laser ablation

times.

FIG. 3 TEM image and particles size histogram of palm oil/Ag-NPs prepared at 30 min

ablation time.

dent of the Ag-NPs presence in the solutions [14]. As it can be
seen from it, by increasing laser ablation time from 5 to 30 min,
the intensity of peaks is also increased which is due to incre-
ment of nanoparticle formation in the solutions. The position
of maximum wavelength (λmax) of surface plasmon resonance
absorption peak at 400 nm confirms the prepared Ag-NPs are
spherical structure [15]. TEM image and corresponding size
distributions for the sample prepared at 30 minutes irradia-
tion time is shown in Figure 3. The TEM image also shows that
Ag-NPs are well dispersed and spherical shape with mean
particles size of about 4 nm.

Figure 4(a)-(d) indicate the practical and numerical far-field
diffraction patterns of laser beam after propagating through

FIG. 4 The experimental and theoretical far-field diffraction patterns at different laser

ablation times; (a) 5, (b) 10, (c) 15, and (d) 30 min.

the samples of palm oil/Ag-NPs. To assess the physical im-
plications of the used configuration, this phenomena has
been numerically investigated by considering R = 1.33 m and
D = 2.1 m, as the distance between the exit plane of the non-
linear medium and the obtained far-field observational plane,
in the following entire computations. The sample holder is lo-
cated just after the lens focal length (z0) and as utilized in sim-
ulation assumption, the position of beam waist is considered
as the origin of the coordinate system. According to the ap-
plied standard convention reported in Ref. [12], the applied
sample location exposed to the beam light defines that the
beam light is divergent at the plane at z0 which denotes the
positive content of the radius of wave front curvature.

Moreover, the induced phase-shift can also be positive or neg-
ative corresponding to this fact that the nonlinear medium
acts as a self-focusing or self-defocusing material, respectively.
The emerged patterns of the samples as shown in Figure 4(a)-
(d) are thick diffraction ring pattern with a central dark spot
and a relatively large distribution range. This is attributed to
this fact that the sign of phase shift is negative and conse-
quently palm oil/Ag-NPs act as a self-defocusing material. It
can be observed from the numerical and practical results de-
picted in Figure 4, the nonlinear phase-shift ∆φ0 increases lin-
early with the number of bright diffraction rings (N) around
the dark spot increment such that |∆φo| = 2πN [12]. On the
other hand, nonlinear refractive index also increases propor-
tional to the induced phase shift according to equation 5 and
thereby the nonlinear refractive index of the applied sam-
ple can be calculated as reported in Table 1. The presence
of the large number of rings in the detected diffraction pat-
terns which arises from the induced phase shift indicates a
remarkable value of the nonlinear refractive index of the palm
oil/Ag-NPs.

According to the obtained results reported in Table 1, the
nonlinear refractive index for solvents increases with the in-
crement of nanoparticles volume fraction. We interpret these
large nonlinear refractive indexes by the following physics
picture. Ag-NPs dispersed in solutions absorb light energy
due to SPR of the electron. The absorbed energy will firstly
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Laser ablation time (min) Volume fraction Number of rings Nonlinear refractive index, n2 (cm2/W)
5 0.7×10−8 5 -1.39×10−5

10 1.0×10−8 7 -1.95×10−5

15 1.7×10−8 9 -2.51×10−5

30 2.8×10−8 11 -3.07×10−5

TABLE 1 The nonlinear refractive index and their corresponding volume fractions of palm oil/Ag-NPs.

transfer to the phonon modes of metal structure of particles
and then to the surrounding liquid and then the local temper-
ature will increase in the solution. For most liquids the local
refractive index decreases with the increase of temperature
therefore temperature gradient results in a change of the lo-
cal refractive index of solution. In the case of irradiation by
405 nm CW laser which is near the resonance absorption peak
of Ag-NPs, SPR is intense and heat is effectively accumulated.
This effect leads to the creation of large thermal-induced neg-
ative nonlinear refractive index inside the solutions. On the
other hand, when the volume fraction of particles inside the
solution is high the absorption of light by SPR is stronger and
thereby it causes the increment of the nonlinear refractive in-
dex with increase of volume fraction of the particles.

5 CONCLUSION

In summary, we have studied SSPM properties of palm
oil/Ag-NPs. The samples were prepared by using laser
ablation technique under different ablation time. The strong
far field diffraction patterns obtained by palm oil/Ag-NPs
imply a large value of the induced nonlinear phase-shift. The
theoretical simulation also has been studied which shows a
good agreement with the experimental explored diffraction
patterns and leads a comprehensive survey. The calculated
nonlinear refractive index according to the obtained ring
numbers of the induced phase-shift indicates a remarkable
value which strongly depends on the volume fractions of
particles. Therefore, the characterized palm oil/Ag-NPs
offer a promising candidate of nonlinear optical material for
photonic devices.
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